The opinion in support of the decision being
entered today is not binding precedent of the Board.

Paper 12

UNI TED STATES PATENT AND TRADEMARK OFFI CE

BEFORE THE BOARD OF PATENT APPEALS
AND | NTERFERENCES

Ex parte LOREN D. LONER

Appeal 1997-2575
Appl i cation 08/524, 661

Bef or e: DOWNEY and WLLIAMF. SM TH, Adm ni strative Patent
Judges, and McKELVEY, Senior Adm nistrative Patent Judge.

McKELVEY, Senior Adm nistrative Patent Judge.

DECI SI ON ON APPEAL UNDER 35 U.S.C. § 134
The appeal is froma decision of the Primary Exam ner
rejecting clains 1-20. W reverse.
A. Fi ndi ngs of fact
The record supports the follow ng findings by a

preponderance of the evidence, as well as any findings nmade in

! Application for patent filed 8 Septenber 1995. The real party in interest is The
Dow Cor ni ng Cor porati on.
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the di scussion portion of this opinion.

The i nvention

1. The invention relates to a conposition for room
tenperature vul cani zing silicone seal ants suitable for formed-
i n-place gaskets to be used in contact with hot hydrocarbon
oil (specification, page 1, lines 6-8) and to nethods for

maki ng the conpositions.

The cl ai ns

2. Composition clains 1-10 and nethod cl ainms 11-20
are in the application.
3. Conposition claim1l reads (paragraph nunbering

and matter in brackets added) [portions in bold are

significant with respect to the issues in the appeal]:

A roomtenperature curing silicone seal ant
conposition utilizing high noisture fillers, formed by
conbi ni ng, based on the weight of the silicone seal ant
composi tion:

[1] 25 to 75% di organosi | oxane based pol yner

[a] of viscosity 1 Pals to 300 Pajs,
[b] [and having term nal groups,] in which the

term nal groups are selected fromthe group
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[2]

[ 3]

[ 4]

[ 5]

[ 6]

consi sting of silanol and triorganosilyl
gr oups,
[c] ©provided that at |east 60% of the term na
groups are silanol groups;
0 to 25% triorganosilyl endbl ocked
pol ydi or ganosi | oxane fluid of viscosity 0.1 Pals
to 10 Pals;
17 to 65% cal cium carbonate filler, where the
filler contains greater than 0.25% water by
wei ght ;
0.01 to 2% tin catal yst;
0 to 2.0% of an epoxy-functional al koxysil ane;
and
an anount of ketoxinosilane of the fornula:
R,

RS (ON=CR'R?) . oop

[a] where R, R, and R® are nonoval ent
hydr ocar bons whi ch may be the sanme or
different from each other, and

[b] ais 0 or 1, and

[c] R is an al koxy, and

[d] bis Oto 2, inclusive,

[e] said anpbunt being calculated so that there
are greater than 1.3 nol es ket oxi nosi |l ane
per silanol [sic-hydroxyl] equivalent in

t he di organosi | oxane based pol yner [1] and
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the [water in the] calciumcarbonate filler

[3].

4, According to the specification (page 3,
lines 19-21) (enphasis and matter in brackets added):
The correct anmount of [ketoxinosilane] crosslinker is
determ ned by the hydroxyl content present from both the
silanol on the base polynmer [[1] in claim1 as reproduced
supra] and the water content of the filler [[3] in claim

1 as reproduced supraj.

5. Accordi ngly, the | anguage "sil anol equival ent”
in the | anguage "1.3 nol es ketoxi nosilane per silano
equi val ent in the diorganosil oxane based polyner [1] and the
cal cium carbonate filler [3]" is believed to nean "hydroxyl

equi val ent . "

Examiner's rejection

6. The exam ner has rejected clains 1-20 as being
unpat ent abl e under 35 U.S.C. 8§ 103(a) over Beers, U S. Patent

4,514,529 (1985).

Beer s



Appeal 1997-2575
Application 08/524, 661

7.

Beers, |ike applicant, concerns a "one conponent

room tenperature vul cani zabl e silicone forned-in-place

gasketing sealant ***" (col. 1, lines 7-8).

8.

Usi ng the | anguage of applicant's claim1l, Beers

descri bes conpositions useful as silicone forned-in-place

gasketing seal ants which contain the ingredients called for by

applicant's claim1l, as follows:

[1]

[ 2]

[3]

[ 4]

[ 5]

[ 6]

25 to 90% [applicant clains 25-75%

di or ganosi | oxane based pol yner (col. 2,

lines 27-39);

0 to 40% [applicant clainms 0 to 25%
triorganosilyl endbl ocked pol ydi organosi | oxane
fluid (col. 2, lines 40-47);

5to 60% [applicant clainms 17 to 65% cal ci um
carbonate filler (col. 3, lines 7-9) [with

additional details concerning the filler to

foll ow;
0.1 to O.5% [applicant clainms 0.01 to 2% of a
tin catalyst (col. 3, lines 4-6);

no [applicant clains 0 to 2.0% epoxy-functiona
al koxysil ane i s described as bei ng present by
Beers; and

about 2 to about 15% of ket oxinosilane [with
addi tional details concerning the ketoxinosilane
to follow].
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9. Wth respect to the cal cium carbonate filler,
Beers states (col. 5, lines 37-52):

Anot her inportant aspect of the present invention is
the use of a hydrophobic cal cium carbonate filler which
inmparts a desirable oil stabilizing effect as well as a
| ow degree of reinforcenent to the polymer to allow for
the incorporation of | ow nodulus properties. The anount
of hydrophobic filler generally ranges fromabout 5 to
about 60 percent [applicant clains 17 to 65% by weight
with fromabout 15 to about 45 percent by wei ght based
upon a total conposition weight being preferred. It is
I nportant to the present invention that the water |evel
of the hydrophobic filler be very low Accordingly, if
smal | amounts of filler are utilized, that is 15 percent
by weight or less, the water |evel can range up to 0.4
percent by wei ght based on the total weight of
hydr ophobic filler. Cenerally, the water content is 0.2
percent by weight or less with from about 0.1 percent by

wei ght or | ess being preferred.
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10. Wth respect to the ketoxinosilane (which Beers

calls an oxine), Beers states, inter alia (col. 5, Iines 24-

36):
The anmount of the oxine curing agent ranges from about 2
to about 15 percent by weight with from about 4 to about
8 percent by wei ght being preferred based upon the total
wei ght of the conposition.
* ok ok ko

In order to insure that gellation or viscosity increases
do not occur, an excess of oxinme crosslinking agents to
silanol in the base polynmer is utilized as an equival ent
ratio of fromabout 1.2 to about 4.0 with fromabout 1.5

to about 2.5 being preferred.

Beers Exanmple 3

11. Notw thstandi ng other portions of the
description of the Beer invention, Exanple 3 describes a
silicone seal ant having "excell ent | ow nodul us properties”
(col. 9, line 8) said to have been made with a cal ci um
carbonate filler having 0.4% [applicant clains greater than

0.25% water. The amount of filler in the conposition is said
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to have been 28.72% (col. 9, line 27) [applicant clains 17 to
65% .

12. According to Beers, Exanple 3 denonstrates the
i nfluence of filler type and noisture | evel on behavi or of

final forned-in-place gasket materials (col. 8, lines 66-67).

Di fferences between claim1 and Beers

13. Applicant clainms that Beers differs fromclaim1
as follows:
a. Beers describes the use of a cal ci um
carbonate filler having |l ess than 0.2% water when the filler
is used in amounts which exceed 15% parts by weight (col. 5,
lines 47-52), whereas applicant clains at |east 17 parts by
wei ght of filler having a water content of nore than 0.25%

See generally Appeal Brief, page 4.

b. Applicant clainms the use of an oxine
crosslinking agent in an anmount such that the oxine to
hydroxyl equivalents is at |least 1.3 whereas Beers is said to

descri be the use of a | ower amount of oxine. See generally,

Appeal Brief, pages 4-5.

14. The exam ner states (Exam ner's Answer, page 4):
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The only distinction between Exanple 3 and the
applicant's clains is the anount of the ket oxinosil ane
present [in Exanple 3 of Beers is] 1.24 noles of

ket oxi nosi | ane per nole of silanol in the conposition

[ whereas applicant clains an anbunt greater than 1.3].

15. The figure 1.24 is based on cal cul ati ons nade by
appl i cant and apparently accepted by the exam ner. See, e.g.,
Appeal Brief, pages 4-5; Exam ner's Answer, page 4.2

16. In his answer, the exam ner further expl ains,
correctly in our opinion, that if the silanol [hydroxyl]
content of water in the filler is not considered, then Beers
ket oxi nosi l ane to silanol ratio would be 12.1 which is

mani festly outside the scope of the ketoxinosilane to silano

2 The calculations arriving at the 1.24 figure, which had been presented earlier
in the prosecution by applicant, are based on an assunption that the Beers
di net hyl pol ysi | oxane having a viscosity of 11,000 Centipoise (in Beers Exanple 3) has a
nmol ecul ar wei ght of 61,000 (Appeal Brief, page 6). W note that at one point in the
prosecution, the exam ner observed (Paper 8, page 2):

It is possible that the applicant's assunption nade when cal cul ating the
crosslinker to silanol [hydroxyl] content (i.e., nolecular weight) are
i ncorrect.

The exam ner apparently did not pursue the nol ecul ar wei ght assunption rmade by applicant
based on the polyner viscosity. W have no occasion to second-guess either the
applicant or the exam ner.
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ratio of 1.2 to 4.0 otherw se described by Beers (col. 5,

i nes 32-36).

"Criticality" of "greater than 1.3" limtation

17. The examner is of the view that applicant has
not establish any "criticality”" with respect to the limtation
whi ch requires a ketoxinosilane to silanol ratio of greater
than 1. 3.

18. Initially, the exam ner notes that applicant
descri bes seal ants which can be made using a ratio of 1.2
(specification, page 3, last two |ines and page 7, lines 4-5).

19. The exam ner al so took notice of the properties
said to have been obtained® with sanples A through G

(specification, page 13, Table 1) vis-a-vis the properties of

3 Applicant relies on experinmental data set out in the specification in support of
the appeal. W likew se have relied on the data and found it material in rendering our
deci sion. Moveover, in reaching our decision, we have made the foll owi ng assunptions:
(1) the data set out in the specification upon which applicant relies is based on actual
experinmentation, (2) the data is accurately set out in the specification and (3) the
data is not based on prophetic exanples [see Hof fmann-La Roche, Inc. v. Pronmega Corp.,
1999 U. S. Dist. LEXIS 19059, Givil Action C93-1748-VRW (N.D. Cal. Dec. 7, 1999)

(Fi ndi ngs of Fact 56-60, 63-66, 69, 105-106, 112, 131 and 136 and Concl usi ons of Law 32
and 35)]. W also have relied on the fact that there is no other data known to
applicant or the real party in interest which (1) would tend to contradict the
experinmental data set out in the specification and (2) was not called to our attention
in the brief and/or reply brief on appeal [see 37 CFR § 1.56(b)(2)]. |If any assunption
is not correct, applicant(s) should i mediately notify the board in the formof a
request for reconsideration.

- 10 -
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the seal ant said to have been obtained in Beer Exanple 3.

Those properties, include the foll ow ng:

MMM,

Property * Applicant : Beers !
DM
" Shore A hardness * 30-35 * 30
El ongati on * 485-622 : 530
Modul us @ 100% : 77-94 : 66
Tensil e strength ©247-289 : 274

R,

20. The exam ner acknow edged applicant's argunent
that the seal ant of Beers Exanple 3 took several days to
vul cani ze whereas applicant's sealants are said to have tack
free times of from40 to 105 m nutes.

21. Accepting arguendo as correct applicant's
cal cul ati ons showing the use of a ratio of oxime to silanol of
1.24 in Beers Exanple 3, the exam ner reasoned that Beers
advi ses those skilled in the art that ratios as high as 4.0
may be used to insure that gelation or viscosity increases do
not occur (col. 5, lines 32-36).

22. Based on the evidence, as a whole, the exam ner
found that applicant had not established that the 1.3 ratio is

critical. Moreover, according to the exam ner, assum ng

- 11 -
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arguendo that the 1.3 ratio is critical, it does not render
the clainmed subject matter non-obvious in |ight of Beers

teaching to use ratios of up to 4.0.

B. Di scussi on

I f the obviousness issue could have been resolved on the
basis of Beers sans Exanple 3, a decision on the appeal woul d
be relatively straightforward. There is no suggestion in
Beers to use a calciumcarbonate filler having nore than 0.2%
wat er when the filler is used in an anount of nore than 15% by
wei ght (col. 5, lines 47-52). However, in the examner's
view, what Beers seens to take away in col. 5, lines 47-52 he
gives right back in Exanple 3. Mreover, the exam ner notes
that Beers tells us that if there is a gelation or vul canizing
problem the solution is to add nore oxine up to a ratio of
4.0 [applicant's ratio being greater than 1.3]. Furthernore,
t he exam ner notes that many of the properties of the Exanple
3 sealant are simlar to those described by applicant for
conposi tions made according to the clainmed invention. Hence,
t he exam ner reasons--not w thout sone basis--that if the

product of Exanple 3 gels in a tube, then the solution to
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keepi ng the Exanple 3 conposition in liquid formuntil use is
to increase the oxine ratio.

Applicant has a different reading of Beers. Applicant's
assessnent of Beers is that it tells one skilled in the art
how much filler to use and the water content of the filler
when certain anmounts of filler are used. Should a problem
devel op with gelation, then Beers tells one skilled in the art
how to adjust the oxinme ratio to avoid the problem But,
applicant's view of Beers is that any gelation problem
di scussed by Beers is a gelation problemthat nmay occur within
the percentage of filler used and the water content of the
filler which can be used based on that percentage.

Appl i cant and the exam ner have pl ausible theories for
their respective cases. On bal ance, however, we are nore
inclined on this record to agree generally with applicant's
assessnent of what Beers teaches. Beers teaches the anmount of
cal cium carbonate filler which can be used. Wen higher
amounts of filler are used, the water content nust be | ow,
i.e., below 0.2% preferably below 0.1% On the other hand,
when | ower anmounts of filler are used, the filler may have a

hi gher water content, i.e., up to 0.4% Beers does not

- 13 -
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describe the use of a filler having greater than 0.25% wat er
in conbination with an oxi ne/ hydroxyl ratio of 1.3. Exanple 3
Is not a description of Beers invention; rather, it is a
description of the influence of the filler. Thus, the Beers
teachi ng that gel ation can be avoi ded by increasing the

oxi me/ hydroxyl ratio is not a teaching of how one goes about
maki ng a better Exanple 3 product. |In this respect, it can be
noted that Beers was aware of all of his teachings and yet
limted his invention to the water contents described in his
specification and set out in claim1 of his patent. |f use of
a hi gher oxinme/hydroxyl ratio to solve any probl em encountered
i n Exanpl e 3 woul d have been obvious, then Beers as an

i nventor (an inventor has nore know edge than a person having
ordinary skill in the art) surely would have described a

broader invention in his patent. Conpare In re Kleinmn, 484

F.2d 1389, 1392, 179 USPQ 244, 245 (CCPA 1973) (there is no
presunption, rebuttable or not, that the holder of a patent
had constructive or actual know edge of another patent when he
made the invention; however, it mght be significant in

wei ghing the content of a patent as a reference if it can be

denonstrated that an inventor had actual know edge of al
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rel evant information). In this case, Beers necessarily had
know edge of all information in his patent and did not
describe or claiman invention which reads on that clained by
appl i cant.

For the reasons given, we find that Beers does not teach
one skilled in the art that the oxinme/ hydroxyl ratio of
Exanpl e 3 can be increased to avoid gelation which is said to
have occurred. Rather, one having ordinary skill in the art
woul d recogni ze only that the Beers gelation solution of
increasing oxine is limted to gelation problens within the
scope of the conpositions he has described and clained, i.e.,
those having filler contents |less than 15 parts by wei ght and
wat er contents as high as 0.4% and those having filler
contents greater than 15 parts by wei ght and water contents no

hi gher than 0.2%

C Deci si on
The decision of the exam ner rejecting clains 1-20 over

Beers is reversed.

REVERSED
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MARY F. DOMNEY )
Adm ni strative Patent Judge )
)
)
)
WLLIAMF. SM TH )
PATENT
Adm ni strative Patent Judge )
AND
)
| NTERFERENCES
)
)
FRED E. McKELVEY, Seni or )
Adm ni strative Patent Judge )

BOARD CF

APPEALS
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